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WHITES HAZMAT CONTAMINATED  
WATER TEST RESULTS 

HAZMAT

CHEMICAL CONCENTRATION REQUIREMENTS RESULTS

Acetone 100% No Breakthrough after 60 mins. Pass

Acetonitrile 100% No Breakthrough after 60 mins. Pass

Ammonia Solution 10% No Breakthrough after 60 mins. Pass

Dichloromethane 100% No Breakthrough after 60 mins. Pass

Diethylamine 100% No Breakthrough after 60 mins. Pass

Dimethylformamide 100% No Breakthrough after 60 mins. Pass

Ethyl Acetate 100% No Breakthrough after 60 mins. Pass

N-hexane 100% No Breakthrough after 60 mins. Pass

Methanol 100% No Breakthrough after 60 mins. Pass

Carbon Disulphide 100% No Breakthrough after 60 mins. Pass

Nitrobenzene 100% No Breakthrough after 60 mins. Pass

Sodium Hydroxide 50% No Breakthrough after 60 mins. Pass

Sulfuric Acid 50% No Breakthrough after 60 mins. Pass

Tetrachloroethylene 100% No Breakthrough after 60 mins. Pass

Tetrahydrofuran 100% No Breakthrough after 60 mins. Pass

Toluene 100% No Breakthrough after 60 mins. Pass

Isopropanol 100% No Breakthrough after 60 mins. Pass

ISO liquid B 70% isooctane/ 
30% toluene 
30% toluene

100% No Breakthrough after 60 mins. Pass

ISO liquid F 80%paraffin oil &  
20% methylnaphalene 100% No Breakthrough after 60 mins. Pass

ISO liquid C 50% isooctane/ 
50% toluene 100% No Breakthrough after 60 mins. Pass

ASTM oil # 1 Paraffin oil
(Commonly known as JP-8,  
JP-5, Jet Fuel, Kerosene or 
Aviation Fuel.)

100% No Breakthrough after 60 mins. Pass

The Whites hazmat drysuit was tested using chemicals 
listed from the American Society for testing Materials 
(ASTM) F903 Resistance of Materials used in protective 
Clothing to Penetration by liquids. The National Fire 
protection Agency (NFPA) has created a proposed 
standard for protection in contaminated water (NFPA 
Standard 1953; protective Clothing for Contaminated 
Water Diving Operation). The Requirements for 
protective clothing are listed below. 

Testing of the Hazmat included permeation tests on new 
swatches of the Whites Hazmat material and seams 
For testing Purposes the swatch acts as a partition 
separating the hazardous liquid from the opposite side. If 
penetration of the liquid noted (discoloration, wet areas, 
or droplets present) the sample fails. This test is meant 
to ensure that public safety personnel are protected 
against hazardous liquid splashes and submersion during 
emergency responses .
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WHITES HAZMAT ABRASION  
RESISTANCE TEST RESULTS

Abrasion on  Drysuits is a major concern for Professional 
Divers. The  American Society for Testing Materials 
(ASTM) have created standard guides to test the 
abrasion resistance of materials; this ensures the 

drysuit remains dry and the diver is not exposed to 
contaminates in the water. 
The following is a breakdown of the results for the 
Whites Hazmat Drysuit.

THE 
TOUGHEST 
HAZMAT 
DRYSUIT 
MATERIAL 
AVAILABLE.

The Whites Hazmat 
lasted over 13,000 
cycles on abrasive test 
standard ASTM 3884. 
Full details available by 
request.

WHITES HAZMAT 
MULTILAMINATE

Fully sealed chemically 
resistant polyurethane

Interior and exterior 
tape welded seams

Tear and puncture 
resistant nylon core

Outer fully sealed washable, 
chemically resistant 
polyurethane layer

• Inner and outer protective layers. 
 
• Inner and outer welded seams. 
 
• Anatomically-correct, CAD designed pattern 

with pre-bent arms, legs and torso for a 
perfect fit. 

 
• Made to Measure (MTM) is custom built to 

your measurements and specific needs. 
 
• Stronger and lighter, yet more durable and 

pliable.
 

• Chemical resistant Polytex seals.

• Comes standard with 2 cargo pocket 
matrixes. 

• Available with standard boots, safety boots, 
or sock configuration. 

• Standard with Dry Glove Sleeve Rings. 

• Easiest suit on the market to repair.

• Comes in 14 standard sizes plus Made to 
Measure.

SUPERIOR FEATURES...
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HAZMAT

Note: Q and K sizes are cut more generously through the shoulder, chest and waistSize Chart

WomenÕs 6 8 10 10Q 12 12 12Q 14 14 14Q

MenÕs 2XS XS S SK M MT MK L LT LK XL XLK 2XL 3XL

Height
Inch 5Õ3Ó - 5Õ5Ó5Õ5Ó - 5Õ7Ó5Õ7Ó - 5Õ9Ó5Õ7Ó - 5Õ9Ó5Õ9Ó - 5Õ11Ó5Õ11Ó - 6Õ1Ó5Õ9Ó - 5Õ11Ó5Õ11Ó - 6Õ1Ó6Õ1Ó - 6Õ3Ó5Õ11Ó - 6Õ1Ó6Õ1Ó - 6Õ3Ó6Õ1Ó - 6Õ3Ó6Õ2Ó - 6Õ4Ó6Õ3Ó - 6Õ5Ó

Cm 160-165 165-170 170-175 170-175 175-180 180-185 175-180 180-185 185-191 180-185 185-191 185-191 188-193 191-196 

Weight
Lbs 100-120 120-140 140-160 170-190 150-170 160-180 180-200 170-190 180-200 200-230 190-210 210-230 210-230 230-260 

Kg 45-54 54-64 64-73 77-86 68-77 73-82 82-91 77-86 82-91 91-104 86-95 95-109 95-104 104-118 

Chest
Inch 31Ó-35Ó 33Ó-37Ó 35Ó-39Ó 39Ó-43Ó 37Ó-41Ó 37Ó-41Ó 41Ó-45Ó 39Ó-43Ó 39Ó-43Ó 43Ó-47Ó 41Ó-45Ó 46Ó-50Ó 43Ó-47Ó 46Ó-50Ó

Cm 79-89 84-94 89-99 99-109 94-104 94-104 104-114 99-109 99-109 109-119 104-114 117-127 109-119 117-127 

Waist
Inch 24-28Ó 26-30Ó 28-32Ó 33-37Ó 30-34Ó 30-34Ó 35-39Ó 33-37Ó 33-37Ó 37-41Ó 35-39Ó 40-44Ó 37-41Ó 40-44Ó

Cm 61-71 66-76 71-81 84-94 76-86 76-86 89-99 84-94 84-94 94-104 89-99 102-112 94-104 102-112 

Buttocks
Inch 32Ó-34Ó 33Ó-35Ó 34Ó37Ó 39Ó-42Ó 36Ó-39Ó 36Ó-39Ó 41Ó-44Ó 39Ó-42Ó 39Ó-42Ó 43Ó-46Ó 41Ó-44Ó 45Ó-48Ó 43Ó-46Ó 45Ó-48Ó

Cm 81-86 84-89 86-94 99-107 91-99 91-99 104-112 99-107 99-107 109-117 14-112 114-122 109-117 114-122 

Shoulder  
to Crotch

Inch 25Ó-27Ó 25Ó-27Ó 26Ó-28Ó 28Ó-30Ó 27Ó-29Ó 28Ó-30Ó 29Ó-31Ó 28Ó-30Ó 29Ó-31Ó 30Ó-32Ó 29Ó-31Ó 31Ó-33Ó 30Ó-32Ó 31Ó-33Ó

Cm 64-69 64-69 66-71 71-76 69-74 69-74 74-79 71-76 74-79 76-81 74-79 79-84 76-81 79-84 

Crotch to 
Floor

Inch 27Ó-28Ó 28Ó-29Ó 29Ó-31Ó 29Ó-31Ó 30Ó-32Ó 31Ó-33Ó 30Ó-32Ó 31Ó-33Ó 32Ó-34Ó 31Ó-33Ó 32Ó-34Ó 32Ó-34Ó 32Ó-34Ó 33Ó-35Ó

Cm 69-71 71-74 74-79 74-79 76-81 79-84 76-81 79-84 81-86 79-84 81-86 81-86 81-86 84-89 

Neck
Inch < 12.5Ó 12.5Ó-14Ó 12.5Ó-14Ó

14.13Ó-
14.75Ó

14.13Ó-
14.75Ó

14.125Ó-
14.75Ó

14.88Ó-
16.5Ó

14.88Ó-
16.5Ó

14.88Ó-
16.5Ó

16.625Ó + 16.625Ó + 16.625Ó + 16.625Ó + 16.625Ó +

Cm < 32 32-36 32-36 36-37 36-37 36-37 38-42 38-42 38-42 42+ 42+ 42+ 42+ 42+

Wrist
Inch 5.75Ó-6.38Ó5.75Ó-6.38Ó5.75Ó-6.38Ó6.5Ó-7.25Ó 6.5Ó-7.25Ó 6.5Ó-7.25Ó 6.5Ó-7.25Ó 6.5Ó-7.25Ó 6.5Ó-7.25Ó 7.38Ó-8.13Ó7.38Ó-8.13Ó7.38Ó-8.13Ó7.38Ó-8.13Ó7.38Ó-8.13Ó

Cm 15-16 15-16 15-16 17-18 17-18 17-18 17-18 17-18 17-18 19-21 19-21 19-21 19-21 19-21 

Attached polytex hood Dry ringDry glove Vulcanized boot

Hazmat Yoke
Can be used with:
- Kirby Morgan superlite 

17b, 17k, 27k, 37, 47, 
57, 67

- Miller 400 series
- Gorski g2000ss
- Desco AirHat

Socks Pro pocketZipperPolytex seals

AVAILABLE COLOURS:

The following options are available to be installed on Made to Order (MTO)  
or Made to Measure (MTM) drysuits


